f Atlas Petro
- PETROCHEMICAL SUPPLIER

Item Unit  value test method

Intrinsic Viscosity dl/g 0.8 £0.02 150 1628-5
In combination with NVPETQS
DEG Content wt% <15 ASTM E2409-4
n combination with WN-8010-9008E
Color (CIE Lab) LY =90 ASTM D6290-5
h* <2.0 In combination with WN-B010-7110E
ASTM D7409-7
Carboxyl End Group  megq / Kg <32 ARTIMDVAOS:Y.
n combinsation with WN-8010-7013E
. . " 3 ASTM D3418-3
+
Me'nng Point c 24923 In combination with WN-8010-7083E
ASTM F2013-5
- - <
Aceldldehyde ppm <1 in combination with WN-8010-9013F
ASTM D68B6S-3
<
Water Content wt% <03 in combination with WN-8010- 7155

APPLICATION

for packaging water , food
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